LIST OF U.S. CUSTOMS LABORATORY METHODS

USCL NUMBER METHOD TITLE
62-01 | USCL Manual Federal Standard Document #148a -

Determination of Composition of Feather
Filling Materials

62-02 | AATCC 35 Water Resistance: Rain Test [Equipment
and Set-up Only]




U.S. CUSTOMS LABORATORY METHODS

USCL METHOD 62-01 | INDEX |

Federal Standard Document #148a
Determination of Composition of Feather Filling Materials

SAFETY PRECAUTIONS

This method does not purport to address all
of the safety problems, if any, associated
with its use. It is the responsibility of the
user of this method to establish appropriate
safety and health practices and determine
the applicability of regulatory limitations prior

to its use.
1 SCOPE AND FIELD OF
APPLICATION

The following referenceis cited to provide
guidance in the determination of the composition
of feather filling materials.

2 REFERENCES

Federal Standard

Classification, Identification, and
Testing of Feather Filling Material
Fed. Std. No. 148a

General Services Administration
Business Service Center
Washington DC



